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Figure  2  k-space locations of T-dependent measurements from  and (001) and (100) cleaved surfaces of CeCoIn5  
Three-dimensional Fermi Surface  of CeCoIn5  from DMFT and (001) and (100) cleaved surface ARPES.   
a  DMFT calculated kx-ky Fermi surface spectral function in the $\Gamma$-plane 
b  On-resonance 122 eV ARPES (001)  EF intensity map  using linear vertical (LV) polarization.  
c. DMFT kx-kz Fermi surface spectral image for ky=0 with the kx-axis corresponding to ARPES (100) surface normal 
emission photon dependence. d High-symmetry110 eV ARPES (100)  EF intensity map,  kx=5.45 \invA\, imaging the 
complex “X”-shaped Z-hole Fermi surface structure.  
e On-resonance 122 eV ARPES (100)  EF intensity map, kx=5.45 \invA\,  highighting two $f$ hotspots at the BZ 
boundary just at the edge of the Z-hole FS where the curvature become concave (electronlike).  
DMFT Fermi surface contours are overplotted in experimental ARPES panels, and numbered red line momentum 
cuts correspond to T-dependent measurements in Figs. 3 and 4. 


